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Before GARRI S, WARREN, and WALTZ, Adm nistrative Patent
Judges.

WALTZ, Adninistrative Patent Judge.

DECI S| ON ON APPEAL

This is an appeal under 35 U.S.C. § 134 fromthe
exam ner’s final rejection of clains 13 through 21, which are

the only clains remaining in this application.

! Application for patent filed March 15, 1993. According
to applicants, this application is a continuation of
Application 07/739, 854, filed August 2, 1991; now abandoned.
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According to appellants, the invention is directed to an
i mprovenent over comonly assigned U S. Patent No. 4,968, 730
(hereafter “Honig”) wherein the quaternization of the tertiary
amnes in the final pignent paste as required by Honig is
unnecessary if the epoxide resin starting nmaterials contain a
sufficient nunber of pol yoxyal kyl ene structures (brief, pages
2-3). Caiml13 is illustrative of the subject natter on
appeal and is attached as an Appendi x to this decision.

The exam ner relies upon the follow ng references as
evi dence of obvi ousness:

Paar et al. (Paar) 4,683, 285 Jul . 28, 1987
Anderson et al. (Anderson) 4,698,141 Cct. 6, 1987

Clainms 13 through 21 stand rejected under 35 U.S.C. § 103
as unpatentabl e over Paar in view of Anderson (answer, page
3). W reverse this rejection for reasons which foll ow.

OPI NI ON

The process of appealed claim 13 requires a starting
mat eri al reactant which is a di epoxi de conmpound with the
schematic structure “Z-Y-X-Y-Z" containing, inter alia, 10 to

50% by wei ght of pol yoxyal kyl ene structures and possessi ng a
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glass transition tenperature between 10 and 40EC. (see part
(A) of claim13).

Appel l ants submt that the applied prior art references
do not disclose or suggest the diepoxide reactant of part (A
inclaim13 (brief, page 6, first full paragraph, and pages 7-
8). Contrary to the examner’'s assertion on page 3 of the
answer, appellants do di spute that Anderson discl oses the
“epoxy resin conponent ‘(A)’” (see the brief, page 8, |ast
par agraph, and the reply brief, pages 1-2). The exam ner has
not pointed out, and we cannot perceive, any disclosure where
the epoxy resin starting material of appealed claiml13 is
found in either Paar or Anderson or where any suggestion can
be found to nodify or alter the epoxy resins of Paar or
Anderson to produce the required epoxy resin recited in
appeal ed claim 13, part (A). See In re Cchiai,
71 F.3d 1565, 1569-70, 37 USPQ2d 1127, 1131 (Fed. Gr. 1995).
The exam ner, on page 3 of the answer, refers to the Ofice
action of Paper No. 11 (dated May 17, 1993) for an explanation
of the rejection. W fail to find any citation to Paar or

Anderson in the Ofice action of Paper No. 11 which woul d
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di scl ose or suggest the specific epoxy resin starting
materi al s of appealed claim13, part (A).

The applied prior art references contain nothing to
support the exam ner’s conclusion that the particul ar process
of appeal ed claim 13 woul d have been obvious. See In re
Cchi ai, supra. For the foregoing reasons, we concl ude that
the exam ner has failed to establish a prim facie case of

obvi ousness.

Accordingly, the rejection of clains 13 through 21 under
35 U.S.C. 8 103 as unpatentable over Paar in view of Anderson

isS reversed.
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REVERSED

THOVAS A. WALTZ
Adm ni strative Patent Judge

BRADLEY R GARRI S )
Adm ni strative Patent Judge )

)

)

)

) BOARD OF PATENT
CHARLES F. WARREN ) APPEALS
Adm ni strative Patent Judge ) AND

) | NTERFERENCES

)

)

)

)

)
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APPENDI X

13. Process for the preparation of pignent paste
resins for cathodically depositable coating conpositions,
conprising reacting -

(A) at |east one di epoxi de conpound which has the schematic
structure -

Z- Y- X-Y-/Z

wherein X is the noiety of an aliphatic diepoxy resin which
has pol yoxyal kyl ene structures and which remains after
reacting the epoxy groups, Y is the noiety of a prinmary

(hydr oxy) al kyl nronoam ne or a secondary

(pol yoxy) al kyl enedi am ne or a di phenol, and Z is the noiety of
an epi chl orohydri n- bi sphenol A-epoxy resin, which contain(s),
based on the total weight of the di epoxide conpound 10 to 50%
by wei ght of pol yoxyal kyl ene structures, and up to 20% by

wei ght of al kyl or al kyl ene or hydroxyal kyl radicals with nore
than 3 carbon atons, and has a glass transition tenperature
between 10 and 40°C, with

(B) 50 to 100 nol % based on the epoxide groups in (A), of a
primary-tertiary diam ne and, thereafter,

(C reacting 50 to 100 nol % of forml dehyde, based on the
total of the primary am no groups of the am nes used in (B)
with the reaction product of (B) to form oxazolidi ne
structures, said process being conpleted wthout

guat erni zat i on.
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